Fenelon Gold 2018/2019 Bulk Sample Summary Table to February 6,2019
Mill Reconciled

Drift/Stope material Contained Au | Recovered Au )
Tonnes Au g/t Recovery| Mill Run #

Ounces | Ounces WALLBRIDGE

2004 Ore'") 2,277 4.23 310 248 | 80% 1
CH-01 Stope 4,823 16.23 2,516 2,013 | 80%
Development Orem 4,615 16.10 2,389 2,372 99%
NV-01 Stope 4,852 10.55 1,646 1,635 | 99%
CH-02 Stope 1,368 17.51 770 765 | 99%
NV-02 Stope 2,736 18.24 1,605 1,593 | 99%
NV-03 Stope'? 4,453 33.32 4,771 4,737 | 99%
Total to February 6, 2019” 25,124 17.34 14,006 13,363 | 95% _ 2004 U/G

NV-04/05 & Others ~10,000 ¢ 25-35 8000-11,300 | 7,800-11,000 98% 9 f s N Development
Total Estimated Bulk Sample ~35,000t 19-22 | 22,000-25000 | 21,000-24,000 | 98% - ' ol

(1) Ore from surface and underground stockpile left behind from the 2004 bulk sample B - m '"'-
(2) Estimated. Pending final reported numbers for Mill Run #4 . ! ! oy
(3) Estimated. Production of last stopes currently underway
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